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Long Beach, Antioch, Seattle PRODUCING PLANTS: 

iPRODUCT SPECIFICATIONS: 
I Product Specifi cations). 
I 

{Refer to Product Bullet1n B-G-4 for General F1n1shed 
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j Wet Weight (lbs/MSF) 

;,TAKE-OFF TESTS 
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Dry fleight (lbs/MSF)* 
Evaporation Loss (l bs/MSF) 
Thickness, Average (inch) 
Thickness, indiv. rdg. (inch) 
Twist Test, tested hot face & back (inch) 
End Peel, tested@ 1-2 hours face and 

back (inch) 
Bond Test, tested @ 1-2 hours face and 

back (inch) 
Falling Ball Impact (inch) 

~ Edqe Hardness (lbs) 

/!sTANDARD CONDITIONED SAt1PLE TESTS 
" 
II' Flexural Strength, (lbs) 

I 
Across 

I Parallel 
1l Deflection @Break (inch) 

Across 
Parallel 

Punch Test (lbs) 
End Peel after Sawing 
Twist Test (inch) 

face and back 
High Humidity Bond (inch) 

face and back 
Nail Pull Resistance i 

I 

Acceptance Limits Control Values 
Min. Max •. Min. Std. Max. -- --

2600 2875 

1650 1825 1700 1750 1850 
700 900 

0.484 0.516 0.484 0.490 0.510 
~ 0.010 from avg. ~ 0.010 from average. 
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~~~* NOTE: Board manufactured outside the specified dry weight ranges may be shipped 
l provided board conforms to all other finished product specifications. 
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